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Abstract. We report a detailed characterization of the magnetism and AC transport in single crystals
of the organic conductor κ-(BEDT-TTF)2Cu[N(CN)2]Cl by means of magnetic anisotropy measurements
and low-frequency dielectric spectroscopy. Magnetic anisotropy obeys Curie-Weiss law with negative Curie-
Weiss temperature in the temperature range 300 K–70 K. An antiferromagnetic transition with concomitant
canted antiferromagnetic state is established at 22 K. A large hysteresis in the spin-flop transition and
magnetic field reversal of the weak ferromagnetic magnetization are documented for the first time. A
broad dielectric relaxation mode of moderate strength (∆ε ≈ 3× 103) emerges at 32 K, and weakens with
temperature. The mean relaxation time, much larger than that expected for single-particle excitations, is
thermally activated in a manner similar to the DC conductivity and saturates below 22 K. These features
suggest the origin of the broad relaxation as an intrinsic property of the weak ferromagnetic ground state.
We propose a charged domain wall in a random ferromagnetic domain structure as the relaxation entity.
We argue that the observed features might be well described if Dzyaloshinsky-Moriya interaction is taken
into account. A Debye relaxation with similar temperature dependence was also observed and seems to be
related to an additional ferromagnetic-like, most probably, field-induced phase. We tentatively associate
this phase, whose tiny contribution was sample dependent, with a Cu2+ magnetic subsystem.

PACS. 74.70.Kn Organic superconductors – 72.15.Nj Collective modes – 75.30.Gw Magnetic anisotropy

1 Introduction

The magnetic properties of organic conductors and super-
conductors have been extensively studied both experimen-
tally and theoretically in the last twenty years [1,2]. It is
intriguing that magnetic insulators are found in the vicin-
ity of superconductors not only for the Bechgaard salts but
also for the κ phase BEDT-TTF (abbreviated ET) com-
pounds. The competition between these two ground states
is governed by pressure and/or the choice of the anion. In
the former, the electronic system is quasi-one-dimensional
and the nesting of an open Fermi surface leads to a metal-
insulator phase transition and spin-density wave (SDW)
ground state. In the latter, the quasi-two-dimensional
nature of the electronic system is expected to prevent
nesting and keep the metallic state down to low temper-
atures and the superconducting ground state. It is there-
fore remarkable that a magnetic insulating state in the
proximity of superconductivity, is found recently in the
κ-(BEDT-TTF)2Cu[N(CN)2]Cl material which possesses
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the highest superconducting critical temperature under
slight pressure among these anisotropic systems [3,4]. The
pressure which suppresses the magnetic state and stabi-
lizes superconductivity is only 300 bars, the smallest ever
encountered in the organic salts. While the nature and
properties of spin density waves are well understood, not
much is known about the origin and features of the mag-
netic state in κ phase BEDT-TTF compounds. A full char-
acterization of the magnetic state is also important for the
understanding of superconductivity in this class of mate-
rials.

κ-(BEDT-TTF)2Cu[N(CN)2]Cl material belongs to
the κ-(ET)2X (X = polymerized anion) class of ET sys-
tems in which orthogonally aligned ET dimers form 2D
conducting layers sandwiched between the polymerized
anion layers. Its unit cell contains two ET layers (i.e.
4 dimers) and 4 anions. The donor molecules form face-to-
face orthogonal dimers which are rotated by ca. 45 degrees
with respect to the unit cell axes (a and c). The copper
atoms complete their trigonal coordination environment
with a bond to a terminal chlorine atom. The 2D layers
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of the organic donor molecules lie in the crystallographic
ac-plane, which coincides with the large face of the crys-
tal, and these layers are alternatively separated by anion
layers along the b axis.

The first magnetization measurements performed by
Welp et al. [5] claimed an antiferromagnetic (AF) transi-
tion at 45 K and a weak ferromagnetic state below 22 K.
Later, the results of NMR measurements of Miyagawa
et al. [6] showed a large enhancement of the spin-lattice
relaxation rate below 50 K and a sharp peak at 27 K.
The former was interpreted to be due to the antiferro-
magnetic spin fluctuations, and the latter as a sign of an
antiferromagnetic phase transition. The established order
is commensurate with the underlying lattice and possesses
a rather large moment of (0.4–1.0) µB/dimer. In addition,
magnetization measurements by the same authors showed
that weak ferromagnetism appears below 23 K due to the
canting of spins. As in this temperature range, a finite
energy gap is already opened in the charge degrees of free-
dom, Miyagawa et al. suggested that the magnetic order-
ing of localized spins driven by electron-electron correla-
tions was in origin of the observed phase transition. Kino
et al. [7] proposed a theoretical model in which the AF
ordering with the large magnetic moment and a simulta-
neous metal-to-insulator phase transition is predicted as
the effect of a strong enough on-site Coulomb interaction
within the Hartree-Fock approximation. However, the ori-
gin of spin canting remained unclear.

In order to get more information about the low-
temperature state in κ-(BEDT-TTF)2Cu[N(CN)2]Cl ma-
terial, we have performed measurements of the magnetic
anisotropy and the low-frequency dielectric response. We
show that the phenomena of magnetism and the associ-
ated low-frequency dielectric relaxation are more complex
than what had been considered. Our data give clear evi-
dence of a canted antiferromagnetic state established be-
low 22 K. A large hysteresis of the spin-flop transition
and magnetic field reversal of the ferromagnetic moment
are observed for the first time. The observed dielectric
response data give evidence of a collective mode contribu-
tion to the dielectric properties which might be attributed
to domain walls in a ferromagnetic domain structure. We
suggest that the features observed could be accounted for
taking into consideration the Dzyaloshinsky-Moriya inter-
action. Our arguments are based on symmetry consid-
erations. The Currie-Weiss high temperature behaviour
of the anisotropy, an additional non-linear magnetization
and Debye relaxation mode are tentatively associated with
a Cu2+ ion subsystem.

2 Experimental and results

The rhombic plate-like single crystals used in this study
were about 0.2 mm3 in size. Crystallographic orientation
of one of two crystals used in the magnetic anisotropy mea-
surements was determined by taking two oscillation XRD
patterns (Ni-filtred CuKα; Weissenberg camera) with (a)
oscillation axis parallel to the longer edge - assigned as

the [102] lattice direction, and (b) oscillation axis perpen-
dicular to the shorter edge - assigned as the [101] direc-
tion. The b = [010] axis being perpendicular to the plane
of the sample, while the in-plane principal axes were un-
ambiguously identified as a = [100] - parallel to the line
bisecting the obtuse angle (110◦) and c = [001] - parallel
to the line bisecting the sharp angle (70◦). Single crystal
magnetic anisotropy was measured by the torque method
from 300 K to 4.2 K in fields up to 8 kOe. The torque
(Γ ) is defined as Γ = M ×H, where M and H are the
magnetization and magnetic field vector, respectively. The
equations (1, 2) give the torque in the paramagnetic and
ferromagnetic state, respectively.

Γpara =
m

2Mmol
∆χH2 sin(2ϕ) (1)

Γferro =
m

Mmol
MfH sin(ϕ) (2)

m is the sample mass, Mmol is molecular weight and
Mf is the permanent magnetization. ∆χ and ϕ are the
anisotropy of the susceptibility and the angle between
the magnetic field orientation and the chosen crystallo-
graphic directions of the sample, respectively. In our mea-
surements the angle ϕ was the angle in the crystallo-
graphic bc-plane and/or ab-plane defined by sample and
field orientation. The anisotropy and the ferromagnetic
magnetization were determined as a function of temper-
ature, and the strength and/or orientation of the mag-
netic field. The complex conductance (G(ω), B(ω)) was
measured by a Hewlett Packard HP4284A impedance an-
alyzer (ν = 20 Hz−1 MHz) in the two-probe configura-
tion in the temperature range between 10 K and 40 K.
In order to determine the quality of the contacts, we have
performed two independent checks. First, only two con-
tacts were attached to two opposite faces of the crystal,
in order to minimize stray capacitances for the complex
conductance measurements. The DC resistance measure-
ments were performed using a standard DC technique or
Keithley 617 electrometer in V-I mode. In addition, the
DC conductance G0 obtained from G(ω) at low frequen-
cies using HP impedance analyzer was close to the 1/R ob-
tained using DC technique. Later, two additional contacts
were mounted, and the DC resistance measurements were
performed in the four probe configuration. The observed
logR vs. T curves were essentially the same. At temper-
atures lower than 40 K, the higher limit of the contact
resistance was estimated to be smaller than 20% of the
sample resistance. Second, Cole-Cole plots are also con-
sidered as helpful in determining the quality of contacts,
since additional deformed arcs appear for each additional
process such as capacitive coupling between the sample
and the contacts. The Cole-Cole plots for studied samples
were free from such spurious influences. Further, we have
verified, by performing “open-circuit measurements”, that
the stray capacitances do not influence the real part of
the conductivity in the frequency window 20 Hz–600 kHz
and in the temperature range of our study. Finally, for
the AC signal levels employed in the range between 5 mV
and 100 mV we have always essentially obtained the same
result.
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Fig. 1. Temperature dependence of the susceptibility
anisotropy in the ab and in the bc-plane. Solid line (Inset) in-
dicates a Curie-Weiss fit.

Figure 1 shows the anisotropy of the susceptibility as
a function of temperature. Note the difference in the be-
haviour of ∆χ in the ab and bc-plane below 50 K. The
former continues to increase but with a larger rate, while
the latter displays a maximum and falls down rapidly.
We fitted the data of ∆χ between 300 K and 70 K
with ∆χ(T ) = ∆χ0 + ∆χcw, where ∆χ0 is the temper-
ature independent term and ∆χcw ∝ C/(T − θcw) is
the temperature-dependent Curie-Weiss term (see Inset
of Fig. 1). Here C is the Curie constant and θcw is the
Curie-Weiss temperature. The ∆χ0 is estimated at about
9 × 10−6 emu/mole and it can come either from molec-
ular diamagnetism or Van Vleck (orbital) contribution.
The Curie-Weiss temperature θcw = −160 K has a nega-
tive sign, which is usually interpreted as an indication of
an antiferromagnetic interaction. However, we point out
that the Curie-Weiss behaviour of the anisotropy is not
in accordance with the susceptibility behaviour. That is,
the static susceptibility [8,9], as well as the spin suscep-
tibility measured by ESR [10], remains almost constant
down to 100 K, and decreases gradually at lower temper-
atures. In Figure 2a we show the angular dependence of
the torque in the bc-plane measured at 295 K, 77 K and
26 K. The torque dependencies observed are typical of a
paramagnetic state (see Eq. (1)). In addition to the linear
magnetization contribution of the sin(2ϕ) form, there is
clearly, even at RT , a small but non-linear contribution of
unusual angular and field dependence which persists in the
entire temperature range which was measured. This non-
linear term is manifested mostly as a small angular shift
of the torque curve, but it also causes the deviation of the
otherwise regular sin(2ϕ) function. This effect is visible in
Figure 2a in the vicinity of the principal susceptibility axis
(Γ = 0) which corresponds to the crystallographic b-axis,
and is present for both mutually perpendicular sample
orientations. The b-axis was always in the magnetic field
rotation plane. One should note the 180 degrees symmetry
of the anomaly. For the sake of curiosity we show how this
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Fig. 2. (a) Torque vs. angle in the bc-plane at three tem-
peratures. (b) Torque anomaly associated with an additional
non-linear contribution indicated by an arrow in (a) is shown
for one single crystal at 77 K (fresh) and after temperature
cycling: run I and II with H and −H (reversed field), respec-
tively.

torque component became anomalously enhanced for one
sample after repeated temperature cycling between RT
and 77 K (see Fig. 2b). While the amplitude of this non-
linear magnetization is sample (batch) dependent, we have
not observed any change in the functional form of the field
dependence. Furthermore, the existence of this component
does not affect the low-temperature canted antiferromag-
netic state.

An AF transition is established at 22 K as revealed in
the plot of ∆χ versus temperature in the bc-plane shown
in Figure 3. Figure 4 shows the torque versus the squared
field at 21.5 K for the field orientation close to the b axis.
The data obtained confirm that the easy axis is paral-
lel to the b axis, and reveal the existence of a large hys-
teresis in the spin-flop transition. We get Hsf1 = 2 kOe
and Hsf2 = 1 kOe for the spin-flop fields when the field
is swept up and down, respectively. We also note that
T = 21.5 K was the highest temperature at which we ob-
served the spin-flop transition. In Figure 5 we show the
angular dependence of the torque in the bc-plane mea-
sured at 4.2 K. While torque angular dependencies mea-
sured above 26 K are typical of the paramagnetic state, a
sinusoidal dependence with doubled periodicity observed
at 4.2 K provides direct evidence of the existence of ferro-
magnetic magnetization (see Eq. (2)). It should be stressed
that we do not find the ferromagnetic magnetization when
the torque is measured in the ab-plane, where only the
contribution of the paramagnetic component is visible.
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Fig. 3. Temperature dependence of the susceptibility
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The magnitude of the torque observed in the field
of 100 Oe is Γ ≈ 5×10−5 dyn cm. This value corresponds
to the magnetization of M = Γ/H ≈ 5× 10−7 emu/mole.
Taking Mmol ≈ 1000 g/mole for the molecular mass and
ρ ≈ 2.2 g/cm3 as the specific density we get the ferro mag-
netizationMf ≈ 2×10−9 emu/cm3. The estimated number
of spins giving this magnetization is then Nf ≈ 5 × 1013.
As the total number of spins (s = 1/2) in the sample is
about Ntot ≈ 6 × 1016, we get the canting angle of the
order of 1/1000 rad i.e. 6× 10−2 degrees. Finally, there is
a drop in the torque of the order of ∆Γ/Γ ≈ 33% which
occurs for the field H = 100 Oe at 4.2 K. At the same
temperature, a three times larger field H = 300 Oe was
sufficiently high in order to switch the magnetization from
M ≈ 4× 10−7 emu/mole to M ≈ −2.3× 10−7 emu/mole.
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creasing fields (H = 300 Oe), respectively.
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Fig. 6. The real part of the conductivity normalized to the
DC value ((G − G0)/G0) versus frequency for a temperature
range between 30 K and 15 K. Full lines are fits to the HN
form.

The magnetization keeps the reversed sign until the mag-
netic field is turned off.

The real part of the conductivity normalized to the
DC value (G(ν) − G0)/G0 as a function of frequency
at a few selected temperatures is shown in Figure 6.
At T > 32 K a frequency independent conductivity is
found. Below 32 K we observe a clear crossover from
frequency-independent conductivity at low frequencies to
a frequency dependent component at higher frequencies.
It should be noted that an enhanced AC conductivity
increases in significance and starts at lower frequencies
as the temperature lowers. Dielectric functions were ex-
tracted from the conductivity using the relations ε′(ω) =
B(ω)/ω, and ε′′(ω) = (G(ω)−G0)/ω, where G0 is the DC
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Fig. 7. Cole-Cole plots of the dielectric response at two se-
lected temperatures. Full lines are from fits to the HN form.

conductivity obtained from the G(ω) measured at low fre-
quencies whereG(ω) was independent of ω (ω = 2πν). The
initial analysis of the dielectric function was performed by
the inspection of Cole-Cole plots which are presented in
Figure 7. The intersection of the arcs with ε′ axis at high
and low ε′ values, corresponding to low and high fre-
quencies, indicates the values of the static dielectric con-
stant ε0 and the high frequency dielectric constant εHF,
respectively. As indicated in Figure 7, εHF is substan-
tial compared to the strength of the relaxation process
∆ε = ε0 − εHF, and was found to correspond to the value
of stray capacitance obtained in the “open-circuit” mea-
surements. The value of the relaxation strength is moder-
ate, of the order of 1000. Figure 8 shows frequency domain
plots of the real and imaginary part of the dielectric func-
tion at three selected temperatures. It should be noted
that ε′′(ν) curves move toward lower peak frequencies
(ν0 = ω0/2π = 1/2πτ0) and smaller peak amplitudes with
decreasing temperature without significant change in the
shape. The observed dielectric response can be well fitted
by the phenomenological Havriliak-Negami (HN) function

ε(ω)− εHF =
∆ε

1 + (iωτ0)1−α · (3)

This function has been widely used to describe the non-
Debye character of the relaxation processes in disordered
systems [11,12]. τ0 and 1−α are the mean relaxation time
and the shape parameter which describes the symmetric
broadening of the relaxation time distribution function,
respectively. The dielectric data were analyzed by using
two methods. In the first method we analyze the real and
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Fig. 8. Frequency dependence (log scale) of the real and imag-
inary parts of the dielectric function for three representative
temperatures. Full lines are from fits to the HN form.

imaginary part of the dielectric function separately. In the
second one, we analyze the dielectric function in the com-
plex plane, so a single value for each parameter was ob-
tained for both the real and the imaginary part of the data.
The latter method is based on the same principle as the
former, i.e. the least square method, the only difference
being in that the experimental data and the theoretical
function in the latter are treated as complex values. The
full lines in Figures 6, 7 and 8 correspond to the calculated
fits. The fit parameters as a function of inverse temper-
ature are shown in Figure 9. The parameter ∆ε which
measures the strength of the relaxation process and cor-
responds to the static dielectric susceptibility decreases
with temperature less than one order of magnitude be-
tween 32 K and 14 K. The width of the relaxation time
distribution expressed by the (1−α) parameter is close to
1 at 32 K. However, already below 28 K the mode broadens
and the value of (1−α) ≈ 0.7 does not change significantly
with temperature. The mean relaxation time τ0 closely fol-
lows thermally activated behaviour in a manner similar to
the DC conductivity in the temperature range 32 K–25 K,
and saturates below 22 K. Finally, we show representative
Cole-Cole plots of the data measured on the second single
crystal (Fig. 10), which reveal the existence of two relax-
ation modes. While the observed dielectric response of the
first sample was successfully fitted to a single HN mode
using the two analysis procedures described above, similar
attempts to fit the data of the second sample failed. There-
fore, the obvious solution was to try to fit the observed
data to a formula representing a sum of two Havriliak-
Negami (HN) modes. A representative frequency domain
plot of the real and imaginary part of dielectric function
at 25 K is shown in Figure 11. The analysis in the com-
plex space gave very satisfactory fits and revealed that
the broader of the two existing modes is exactly the same
as the one observed in the first sample. Namely, the cal-
culated fit parameters and their temperature behaviour
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lected temperatures for the second single crystal. Full lines are
from fits to the sum of two HN forms.
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imaginary parts of the dielectric function at T = 25 K for the
second single crystal. Full lines are fits to the sum of the two
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correspond to those found for the first crystal. In addi-
tion to this broad mode, there is a mode centred at low
frequencies which is characteristic of a relaxation process
with a single relaxation time (Debye process). The relax-
ation strength and the characteristic relaxation time of
the Debye mode show a qualitatively similar temperature
dependence.

3 Discussion

The observed magnetic and dielectric properties of
κ-(BEDT-TTF)2Cu[N(CN)2]Cl reveal the existence of
two mutually uncorrelated magnetic subsystems which we
tentatively associate with the donor (BEDT-TTF) and the
acceptor chains (Cu[N(CN)2]Cl), respectively. The latter
might contain Cu ions in a mixed-valence state between
Cu1+ and Cu2+. We first address the properties of the for-
mer, and at the end of the paragraph we comment upon
the latter.

Our anisotropy data (∆χ) have identified the antifer-
romagnetic transition at TN = 22 K to a canted antiferro-
magnetic ground state. The easy axis is confirmed to be
along the crystallographic b-axis. The AF spins are canted
by an angle of 6× 10−2 degrees from b-axis in such a way
that the vector of ferromagnetic moment is aligned along
the crystallographic c-axis. A hysteresis of the order of
1 kOe in the spin-flop transition and magnetic field rever-
sal of the ferromagnetic magnetization are features not en-
countered in the standard antiferromagnets and spin den-
sity waves. The latter feature indicates the existence of a
domain structure which is a well-known property of mag-
netically ordered state. That is, when the magnetic field is
absent the energy of the ferromagnetic crystal is lowered
when the crystal is divided into domains with equivalent
spin configurations.
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The main dielectric relaxation process with the follow-
ing features takes place below 32 K. The width is larger
than for the Debye process and does not change with
temperature below 28 K. The relaxation strength is of
the order of 1000 and decreases on lowering the temper-
ature. The characteristic relaxation time is too long to
be attributed to free carriers. τ0 is thermally activated
with the activation energy close the free-carriers one in
the narrow temperature range 32 K–25 K and saturates
below TN = 22 K. Therefore, we are led to identify the
origin of this relaxation as an intrinsic property of the
weak ferromagnetic state established below 22 K. We pro-
pose a charged domain wall in the ferromagnetic domain
structure as the relaxation entity. The broad distribution
of relaxation times (1 − α ≈ 0.7) might be reasonably
assumed to be due to a distribution of activation ener-
gies. Then, the dielectric response is due to the activation
between different metastable states over energy barriers.
These metastable states correspond to local changes of the
spin configuration. The length scale over which such pro-
cesses occur defines the thickness of the wall and is set
by the competition between relevant energies of the prob-
lem. The fact that the energy scale for the barrier heights
is close to the free-carrier activation energy only above
TN = 22 K indicates that the free-carrier screening influ-
ences the relaxation only in the fluctuating pretransitional
regime. At 22 K the relaxation time levels off. The change
in the log τ0 vs. 1/T plot at TN = 22 K might indicate
that the resistive dissipation is not the dominant dissipa-
tion mechanism in the weak ferromagnetic state. That is,
one could expect that the free-carrier screening becomes
unimportant once the electron density becomes smaller
than the one electron per the domain wall length LWF. If
we assume that this condition is satisfied at T < 20 K
and take into account the resistance increase of about
5 orders of magnitude between RT and 20 K, we get for
LWF ≈ 100 µm. As far as the temperature behaviour of
the relaxation strength is concerned, a observed decrease
might indicate that the domain walls are more restricted
to move as the temperature lowers.

In what follows we address the origin of the magnetic
ground state in the κ-(ET)2Cl compound. The fact that
the weak ferromagnetism is concomitantly established
with the antiferromagnetic transition suggests that this
phase transition is driven by the Dzyaloshinsky-Moriya
(DM) interaction [13,14]. We recall that, AFMR modes
observed in submillimeter wave AFMR measurements be-
tween 50 and 383 GHz might be well explained only if
the DM interaction is taken into account [15]. This in-
teraction implies that an anisotropic exchange interaction
due to the spin-orbit coupling in the superexchange mech-
anism is present. In a two-sublattice model of antiferro-
magnetism, such an interaction will cant the sublattices
toward one another and hence create a weak magnetic mo-
ment of the order of |D ·(M1×M2)|. Mi is the static sub-
lattice magnetization, and D is a constant vector. When
D is finite, a finite net magnetization sets in. The analy-
sis of the magnetization measurements also show that in
addition to the dipole-dipole interaction, spin-orbit cou-
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Fig. 12. Unit cell of the κ-(BEDT-TTF)2Cu[N(CN)2]Cl. Pro-
posed positions of A and B sublattice magnetization are in-
dicated. The net moment Mf and the vector D are directed
along c and a axis, respectively.

pling equally contributes to the magnetic anisotropy en-
ergy [10]. Namely, if only the former is taken into ac-
count, the easy axis is found to be parallel to the a-axis,
contrary to the experimentally observed b-axis. The rele-
vance of the spin-orbit coupling is usually considered to be
very weak in organic materials. Nevertheless, BEDT-TTF
contains 8 sulphur atoms leading to a strong intersystem
crossing from the first excited singlet state to the low-
est excited triplet state. This can be seen from the fact
that the BEDT-TTF molecule shows no fluorescence, but
strong phosphorescence [16]. Large intersystem crossing
rates are a sign for a relatively strong spin-orbit coupling.
In order to locate spin sites responsible for the magnetic
structure, we have looked at the crystallographic structure
of κ-ET2Cu[N(CN)2]Cl and searched for symmetry oper-
ations required by Dzyaloshinsky. Namely, Dzyaloshinsky
has pointed out that the possible existence of this type of
coupling might be determined from purely symmetry con-
siderations. He has argued that the weak ferromagnetism
would arise in the antiferromagnetic ground state if it is
possible that the spin distribution symmetry of the former
is identical with the spin distribution symmetry of the lat-
ter. In other words, symmetry considerations enable to de-
cide whether ferromagnetism is possible in a given antifer-
romagnetic structure of a crystal and to find the direction
of a ferromagnetic moment which is permissible in a given
structure symmetry. In our case, the spins are parallel to
b-axis in the antiferromagnetic spin arrangement, while a
net magnetic moment in a canted spin arrangement lies in
the ac-plane and is aligned along c-axis. We have checked
four different symmetry rules given by Moriya, and found
that only one rule is fulfilled. We consider the coupling
between two ET dimers 1 and 2 located in adjacent donor
layers at y = 0 (B) and y = 1/2 (A) (see Fig. 12).
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This rule implies that if a mirror plane exists which passes
through the point bisecting the straight line AB, then
D is finite and parallel with this mirror plane. Indeed,
the anion-chain layer, that is to say, the plane located at
y = 1/4, is the mirror plane in the space group Pnma of
the κ-ET2Cu[N(CN)2]Cl compound. Therefore, according
to Moriya’s rule, the coupling between sublattice magneti-
zations which favours the canted spin arrangement exists
and should lie in the ac-plane. Taking into account that
the spins are canted by a small angle from the b-axis and
that the net moment vector Mf is aligned along c-axis, we
conclude that D is aligned along a-axis.

Finally, we comment the observed high temperature
anisotropy behaviour and the Debye relaxation mode. The
former reveals the existence of the Curie-Weiss behaviour
of the anisotropy in the large temperature range and an
additional non-linear magnetization. This non-linear mag-
netization is not the usually known permanent magneti-
zation, as the torque does not display sin(ϕ) dependence
and does not reverse the sign when the field polarity is
changed (see Fig. 2b). Its magnitude is anomalously en-
hanced by a subsequent thermal cycling between RT and
77 K. However, this cycling and the associated non-linear
magnetization does not affect the phase transition at 22 K
and the low-temperature canted antiferromagnetic state.
This observation suggests that the non-linear magnetiza-
tion cannot be due to the BEDT-TTF spin sites. Further,
the observed high temperature increase of the anisotropy
indicates a much larger change than one could expect from
g-factor anisotropy associated with BEDT-TTF spin sites
and measured by electron spin resonance [10], since the
reported susceptibility shows a rather small temperature
dependence. We point out that our static susceptibility
measurements by the Faraday method [9], performed on
samples from the same batch as our anisotropy measure-
ments, reveal the same magnitude and the temperature
behaviour of the susceptibility as reported in the litera-
ture [8,10]. Therefore, the high temperature anisotropy
behaviour cannot be reconciled with the susceptibility be-
haviour which is associated with BEDT-TTF spins, and
consequently cannot lead to the antiferromagnetic tran-
sition at TN = 22 K to the weak ferromagnetic ground
state.

We are tempted to attribute the non-linear magneti-
zation and the Curie-Weiss behaviour of the anisotropy
in the high temperature region to spins which belong
to Cu sites in the anion channels. This assumption im-
plies the existence of Cu2+ ions in the otherwise non-
magnetic Cu1+ anion lattice. We note that a distinct
temperature behaviour of the anisotropies in the ab and
bc-plane (see Fig. 1) is theoretically expected [17] if the
single ion anisotropy is present, which is a reasonable as-
sumption. If we assume that the observed anisotropy is
due to the g-factor anisotropy of localized Cu2+ spins,
and taking into account the Curie-Weiss temperature de-
pendence, we get a few percents of Cu2+ spin sites. This
estimate is somewhat surprising, since the Cu2+ contents
reported so far in the κ-(BEDT-TTF)2X samples have
not exceeded 0.15% [18,19]. However, it is worth men-

tioning that several recent publications dedicated to the
κ-(BEDT-TTF)2X materials, where X is Cu[N(CN)2]Cl,
Cu[N(CN)2]Br, Cu2(CN)3, in order to explain the results
observed pointed to the presence of Cu2+ ions showing
that its amount might depend on the sample preparation
procedure [18–21]. If paramagnetic impurities or defects
were the origin of cycling effects and of the Curie-Weiss
behaviour observed we would expect to find smearing of
the AF phase transition due to the presumably random
impurity distribution. Such an effect was not found in the
experiment. Furthermore, we also find a non-linear mag-
netization which is highly sample and thermal cycling de-
pendent, while paramagnetic impurities are characterized
by the linear response of magnetization in the magnetic
field. The ferro-like features observed in the paramagnetic
phase might be a manifestation of the magneto-electric
effect originating form Cu2+ spins in the anion layers
[17,22]. The Debye dielectric relaxation might also have
the origin in a domain structure of the Cu2+ subsystem.
The fact that the response has a Debye form means that
the low number of density of states contributes to this re-
laxation mode. Our estimate of Cu2+ sites indicates that
the latter is a reasonable assumption. Finally, we point
out that from a chemical point of view, a Cu2+ ion in
the anion layers seems to be unfavourable, nevertheless, a
mixed-valence state is certainly possible.

4 Conclusion

In summary, the BEDT-TTF spins in κ-(BEDT-
TTF)2Cu[N(CN)2]Cl become antiferromagnetically or-
dered with a canting arrangement at 22 K. A transition
of this kind was anticipated over three decades ago by
Dzyaloshinsky and Moriya. The easy axis is confirmed to
be along the crystallographic b-axis. Our data reveal that
the canting angle is 6×10−2 degrees and that the vector of
ferromagnetic magnetization is aligned along the crystallo-
graphic c-axis. The Dzyaloshinsky-Moriya vector, respon-
sible for the finite net magnetization, is found to be aligned
along the a-axis. Further, the hysteresis in the spin-flop
transition and magnetic field reversal of the ferromagnetic
magnetization, observed for the first time, are features not
known in the standard antiferromagnets and spin density
waves. The observed Curie-Weiss anisotropy behaviour, as
well as the observed rare type of non-linear field-induced
magnetization in the high-temperature region, appear to
be associated with spin sites different than BEDT-TTF
and therefore cannot be the origin of this phase transition.
The low-frequency dielectric response indicates that two
length scales and two time scales are involved in the prob-
lem. We identify broad relaxation as the intrinsic property
of the weak ferromagnetic state below 22 K and suggest a
charged domain wall in the random domain structure as
the relaxation entity. We speculate that the Debye relax-
ation and the high-temperature ferro-like magnetization
might be the manifestations of the magnetoelectric effect
linked to a Cu2+ subsystem.

To our knowledge this might be the first opportunity
to study experimentally the theoretically intriguing issue
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of the dynamics of the magnetically ordered domain struc-
ture in a layered organic conductor. Further measurements
of the angular and temperature dependence of the torque
at different magnetic fields are planned.

This work was partially supported by the Croatia-Germany
bilateral collaboration project, reference KRO-020-95.
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